DRILL HOLE LOG BORING NO. 08-PG2-B1
PROJECT: 1-15 UTAH COUNTY CORRIDOR - PG2, PROCTOR RD (2000 W) OVER I-15 SHEET 1 OF 3
CLIENT: UTAH DEPARTMENT OF TRANSPORTATION PROJECT NUMBER: 200801.200
LOCATION: N:296,392 E:568,265 DATE STARTED: 10/27/08
DRILLING METHOD: 08-CME-55/N.W. CASING TO 45' DATE COMPLETED: _10/29/08
DRILLER: D. SAMPSON GROUND ELEVATION: 4504.6'
DEPTH TO WATER - INITIAL: ¥ 6.0’ AFTER 24 HOURS: ¥ N.M. LOGGED BY: M. HANSEN, J. PRICE
Sample - —~| Atter. | Gradation ®
3 B “’§ = —_ = @
Elev. |Depth 3 = . L %g 2| E § 2lgl el 8
| ) | 2 [8]S| See USCS Material Description 808|283 E| 5| S| 3| s
= |2 é Legend |(AASHTO) g §§ g »g 5 § g g
Jlal|© )
7,6:4,(21) SM brown, slightly moist SILTY SAND W/GRAVEL
o CL [ dk brown, slightly moist, \(fill) |
stiff
LEAN CLAY W/SAND
2’%‘%’1(9) ( A%IEB)) brown, moist, firm 21.1|135(14| 13| 19| 68
2112',2) . FAT CLAY -
0.04 CH brown, very moist, very softsand layers to 2" thick
Pushed CH ist. si ' cT
i 062 (A-7-6(33)) brown, moist, stiff 90.5|335(54|29| 0 [ 1|99 cu
2490 N . FAT CLAY
1 1%%9) CH It. brown, moist, firm
] ' ML [brown wet SANDYSILT _
4485 — Push CH
. ‘(‘)Smed (-7-6(35)) | 9ray-brown, moist st 91.1 342 (53|31 0 | 0 |100| UC
] FAT CLAY
_ silt lenses
4480 —
_ 3,3,3,(9) CH b ist stiff
] 0.64 gray-brown, moist, sti
4475 usheg | M [oravwet SLTYSAND 777
. l(J).SG;) “ g(L14)) dk. gray, moist, stiff 103.4| 236 |35 |17 | 0 | 13| 87| UC
4470 — LEAN CLAY
T O%’%’?) CL dk. gray, moist, firm sand lenses
by [ R P v e e
3 7 Pushed - no recovery
E | 6,10,14,(28) ( A_S[%)) dk. gray, wet, med. dense SILTY SAND 22.4 NP| 5 |50 | 45
]
o a1 el e
i Pushed | CL
o _ ushe: o
s gray-brown, moist, firm 86.0355(47|23| 0 | 0 |[100| UU
2 B ] 0.31 (A-7-6(26)) LEAN CLAY
3 . | few silt lenses
S .
Zla455 -
LEGEND: 44— Blow Count per 6" OTHER TESTS )
RB ES C G DISTURBED SAMPLE ] 5520 =" (N)o value CT < Conoatamny T Fression
DS = Direct Shear
UU = Unconsolidated, Undrained
. I(—#D: Can(sjolidat?d, Undrained
= rometer
E\(JI\”:[R \(J NC UNDISTURBED SAMPLE (X| PUSHED g

0.45«——Torvane (tsf)



DRILL HOLE LOG

BORING NO. 08-PG2-B1

PROJECT: _I-15 UTAH COUNTY CORRIDOR - PG2, PROCTOR RD (2000 W) OVER I-15

SHEET 2 OF 3

CLIENT: UTAH DEPARTMENT OF TRANSPORTATION

LOCATION: _N:296,392 E:568,265

DATE STARTED:

DRILLING METHOD: _08-CME-55/ N.W. CASING TO 45’

DRILLER: _D. SAMPSON

PROJECT NUMBER:_200801.200

10/27/08

DATE COMPLETED: _10/29/08

GROUND ELEVATION: 4504.6'

DEPTH TO WATER - INITIAL: ¥ 6.0'

AFTER 24 HOURS: ¥ N.M.

LOGGED BY: M. HANSEN, J. PRICE

DH LOGV1 08-PG2.GPJ US EVAL.GDT 2/23/09

RB &G

ENGINEERING, INC.

2,3 2‘(6)<—(N oo Value
U
DISTURBED SAMPLE [l & e wetieh

PUSHED
UNDISTURBED SAMPLE 0.45 - Torvane (tsf)

UC = Unconfined Compression

CT = Consolidation
DS = Direct Shear

UU = Unconsolidated, Undrained

Sample - —~| Atter. | Gradation ®
3 B “,_’§ = x| ~ < g
= . I SS|2e| E| S| 8|S
E(I%/. Df’fg’)th ;8 ol £l see USCS Material Description 38|&5| 5|2 % S "
s > o > c|l o = 8
5 '_é Legend |(AASHTO) & §8 3 § g g g g
p @
n 18 01, 0) CL brown-gray, moist, soft
| 0.21
11 LEAN CLAY
4450__ 55— Pushed cL o few silt lenses cT
] . X 18 0.34 (A-7-6(27)) brown-gray, moist, firm 752146247 24| 0 | 0 {100 o~
Y
4445 —
60— "
: / 18 0/1;.33é0) CH gray, moist, firm
4440 —
. 18 P‘(J)S?jd (A-7(-:f|5-}32)) gray, moist, firm 756|417 |51 28| 0 | 0 [100| LU
4435 — .
. 18 0/2)82,30) CH gray, moist, firm FAT CLAY
44307 Pushed CH
_ ushe ) . CT
] 18 0.75 (A-7-6(32)) gray, moist, stiff 751146.3|51|28| 0 | O (100 uc
4425 7 0M12"4,(4)
: 18 0. }56’ CH gray, moist, stiff
4420 — st
4 ushe _ fm  LEAN CLAY 877 355
_ B o4 CL | graybrown, moist im0 i lenses & layers to 4" thick ST
4415 —
. 18 18,20,35,(53) (A_g_"j(o)) dk. gray, wet, very dense 184| [NP| 0 |79] 21
_ SILTY SAND
4410 | o 1L
1 9Tk _~I~'l 18] 35.8(11) A?YIIO dk. gray, wet, med. dense 21.3 NP| 0 |78 22
i 0.45 (A-24(0)) g gray, moist, firm
1A ML SILT
— plastic
4405 - FERL L L L [ SILTYSAND
LEGEND: Blow Count per 6" OTHER TESTS

CU = Consolidated, Undrained
HYD = Hydrometer




DRILL HOLE LOG

BORING NO. 08-PG2-B1

PROJECT: _I-15 UTAH COUNTY CORRIDOR - PG2, PROCTOR RD (2000 W) OVER I-15

SHEET 3 OF 3

CLIENT: UTAH DEPARTMENT OF TRANSPORTATION

LOCATION: _N:296,392 E:568,265

DRILLING METHOD: _08-CME-55/ N.W. CASING TO 45’

DRILLER: _D. SAMPSON

PROJECT NUMBER:_200801.200
DATE STARTED: 10/27/08
DATE COMPLETED: _10/29/08
GROUND ELEVATION: 4504.6'

DH LOGV1 08-PG2.GPJ US EVAL.GDT 2/23/09

DEPTH TO WATER - INITIAL: ¥ 6.0’ AFTER 24 HOURS: ¥ N.M. LOGGED BY: M. HANSEN, J. PRICE
Sample - —~| Atter. | Gradation ®
= ) X =T = = = @
Elev. |Depth 3 = . _— sol22| E| 3|8 =8 &
| ) | 2 [8]S| See USCS Material Description c8l2g| 3 2 512l 5l &
= |2 é Legend |(AASHTO) g §§ % E 5 § g g
Jlal|© )
] ISR l 14 4.8,11,(15) SM— | -dk—gray, wef
B 1 0.62 ML gray-brown, very moist, stiff
4400 —, - |
105 X 16 Pushed ML dk. gray to black, moist, 973l267133| 9] 0|6 |9a| uu
n ] 0.51 (A-4(9) | stiff : :
B — SILT
] _ plastic, few scattered to interbedded
4395 — sand lenses
10— Pushed ML -
] _ Z 15 0.50 (A-4(6)) dk. gray, moist, firm to stiff 94730231 6| 0|5 (9| CT
4390 —_ 115 —
- Opgsg?% gllz dk. gray, moist 56%
N ,9,0, dk. gray, moist, firm 379|144 (22| 0 | 2 | 98 |-0.005
- 040 | (A-T-624)| I .00
4385 —
i LEAN CLAY
silt & sand lenses
i Pushed CL N CT
4380 0.66 (A-6(17)) dk. gray, moist, stiff 93.831.0[40|15| 0 | O |100 UuU
i 22,29,62,(65) GC dk. gray, wet, med. dense 16.7 28| 7 | 383131
7 e (A-2-4(0)) | " T T T :
4375 —
n CLAYEY GRAVEL W/SAND
7 artesian pressure
4370 —
4365 ] 65/6" GC | dk. gray, wet, dense
4360 145
4355 o |

LEGEND:

Blow Count per 6" OTHER TESTS

UC = Unconfined Compression

2,3, 2 ,(6) €®—— (Ny)go Val N
DISTURBED SAMPLE [l & @ (;r)\;sgnea&’;) CT = Consolidation
DS = Direct Shear
UU = Unconsolidated, Undrained
CU = Consolidated, Undrained

ENGI \IE[R \G INC, UNDISTURBED SAMPLE g_‘ﬁ'fD_Towane(tSf)

HYD = Hydrometer



DH LOGV1 08-PG2.GPJ US EVAL.GDT 2/23/09

DRILL HOLE LOG BORING NO. 08-PG2-B2
PROJECT: 1-15 UTAH COUNTY CORRIDOR - PG2, PROCTOR RD (2000 W) OVER I-15 SHEET 1 OF 3
CLIENT: UTAH DEPARTMENT OF TRANSPORTATION PROJECT NUMBER: 200801.200
LOCATION: N:296,490 E:568,406 DATE STARTED: 8/27/08
DRILLING METHOD: CME-75/N.W. CASING TO 30' DATE COMPLETED: 8/30/08
DRILLER: D. BEDKE GROUND ELEVATION: 4506.3'
DEPTH TO WATER - INITIAL: ¥ 9.0' AFTER 24 HOURS: ¥ N.M. LOGGED BY: M. HANSEN, J. PRICE
Sample - —~| Atter. | Gradation ®
> = o X — >
Elev. |Depth| S | |2 _ o IR
@ | () E gl=| see USCS Material Description 88 gé = E 51 Sl 3l s
5 |2 é Legend |(AASHTO) g §8 3 3 5 g g g
J|lal|o 73}
] N[ GP-GM | gray, dry to slightly moist,
4505 ] _q_(;c’ 15] 6ataug) | SN | I I 27| |Nplas|43] 11
- -?oc'- D) SLAG (GRAVEL W/SILT & SAND)
_ <1 (fill)
| _'c,_.[*c.'
1 s—teli iz | CPOM | gy
4500 - 1 048 CL | brown, moist, firm 278 (36| 16| 9 | 15| 76
A ' (A-6(11)) LEAN CLAY W/SAND
B _3/ vertical sand lenses
y 7/ ______________________________________________________________________________
| 10— /@/ Pushed CL )
96.8|24.1(38|20|25|10|65| DS
4495 - ] % D) To20 | qang(ay) | brownmoit sof LEAN CLAY W/GRAVEL
| _ //./E sand lenses
i 15—/
4490 ] _ /. 1 1’%"%8) CL gray-brown, moist, soft
127 X 12| Pushed CL | it brown, moist, stff 97.4|225|47|27| 0 | 0 |100] &T
4485 080 |(A-7-6(30))| - Orown mosst 4% cu
. ] LEAN CLAY
| - ] silt lenses
4480 __ _ %. 18 3’4(’)?}(113) CL It. brown, moist, stiff
: 30— Pushed CL -
] 11 ‘5'_585 (A-6(23) | 97 & brown, moist, s 951|250 (40| 23| 0| 4|9 | LU
. 3,7675,(717) CL | gray-brown, moist, stff ~ LEAN CLAY
’ sand layers to 3" thick
SM SILTY SAND
Pushed (A4(0) |9y, wet 19.6 NP| 0 | 63|37
0.48 cL gray, moist, firm 95.8(309(35|17| 0 |[14|86| CT
(A-6(14))
" LEAN CLAY
0/1(2) 531'(3) CL gray-brown, moist, firm silt & sand lenses
LEGEND: 44— Blow Count per 6" OTHER TESTS )
RB ES C G DISTURBED SAMPLE [f] 5520/ =" (e value, CT < Conoatamny T Fression
DS = Direct Shear
UU = Unconsolidated, Undrained
T i s e
]:\ \IE[R \(J NC UNDISTURBED SAMPLE [X| PUSHED

0.45«——Torvane (tsf)



DRILL HOLE LOG

BORING NO. 08-PG2-B2

PROJECT: _I-15 UTAH COUNTY CORRIDOR - PG2, PROCTOR RD (2000 W) OVER I-15

SHEET 2 OF 3

CLIENT: UTAH DEPARTMENT OF TRANSPORTATION

LOCATION: _N:296.,490 E:568,406

DRILLING METHOD: _CME-75/ N.W. CASING TO 30'

DRILLER: D. BEDKE

DEPTH TO WATER - INITIAL: ¥ 9.0' AFTER 24 HOURS: ¥ N.M.

PROJECT NUMBER:_200801.200
DATE STARTED: 8/27/08

DATE COMPLETED: _8/30/08
GROUND ELEVATION: 4506.3'
LOGGED BY: M. HANSEN, J. PRICE

DH LOGV1 08-PG2.GPJ US EVAL.GDT 2/23/09

Sample - —~| Atter. | Gradation ®
> = o X — >
Elev. |Depth 3 = . . €55 = § SR
@ | ) | & [8S| see USCS Material Description cgles| 3|8 512l 5l &
= > o > S| 8| = = £
35 |F & Legend |(AASHTO) s §8 % § g g % 5
B 27 Pushed CL .
4455 —] % 15 0.41 (A-7-6(31)) gray, moist, firm 774|422 |47 |28| 0 | O {100 UU
- 957 / 18 0/15",1,(1) cL gray-brown, moist, soft to
4450 — 7 0.25 firm
T % LEAN CLAY
N 7/ Pushed oL silt & sand lenses
— o ushe! i I CT
4445 — ? 1 0.39 (A-7-6(30)) brown-gray, moist, firm 736(43.0(49(27| 0| 2 |98 uc
] [ 18 0/12"1,(1) cL brown-gray, moist, soft to
4440 — 0.25 firm
1 Pushed CH T
4435 —] 17 0.75 (A-7-6(37)) gray, moist, stiff 784 |46.0(55|32| 0 | O {100 UU
- 4,54,(8) .
4430 — 18 0.39 CH It. to dk. gray, moist, irm  FAT CLAY
— Pushed CH - CcT
4425 15 0.77 (A-7-6(36)) It. to dk. gray, moist, stiff 80.3 43415531 0| 0 [100| 7~
7 SILTY SAND
4420 18| 026,7) SM dk. gray, wet, loose clay layers
- 90— Pushed | CL-ML .
15 ray, moist, firm SILTY CLAY 994 (256(28| 6| 0| 1[99 UU
4415 - X 049 | (A4(6) O
13,10,13,(19) SM gray, wet, med. dense SILTY SAND
0.23 ML gray, wet, soft SILT
- N plastic
- SILTY SAND
LEGEND: 44— Blow Count per 6" OTHER TESTS )
RB ES C G DISTURBED SAMPLE ] 5520 =" (N)o value CT < Conoatamny T Fression
DS = Direct Shear
UU = Unconsolidated, Undrained
. I(—#D: Can(sjolidat?d, Undrained
= rometer
ENG \“:[R \(J INC. UNDISTURBED SAMPLE || PUSHED ’

0.45«——Torvane (tsf)



DRILL HOLE LOG

BORING NO. 08-PG2-B2

PROJECT: _I-15 UTAH COUNTY CORRIDOR - PG2, PROCTOR RD (2000 W) OVER I-15

SHEET 3 OF 3

CLIENT: UTAH DEPARTMENT OF TRANSPORTATION

LOCATION: _N:296.,490 E:568,406

DRILLING METHOD: _CME-75/ N.W. CASING TO 30'

DRILLER: D. BEDKE

PROJECT NUMBER:_200801.200

DATE STARTED: 8/27/08

DATE COMPLETED: _8/30/08

GROUND ELEVATION: 4506.3'

DH LOGV1 08-PG2.GPJ US EVAL.GDT 2/23/09

SM

35,45,39,(60) (A-1-b)

gray-brown, wet, dense

SILTY SAND W/GRAVEL

SM It. brown & gray, wet, very
34,50/4" dense

DEPTH TO WATER - INITIAL: ¥ 9.0’ AFTER 24 HOURS: ¥ N.M. LOGGED BY: M. HANSEN, J. PRICE
Sample - = Atter. | Gradation ®
Elev. |Deptn| 8 | | = R EE R
(fet’;" ?f?) S (g€ see USCS Material Description 38|25/ |2|3|E 5| %
= |2 é Legend |(AASHTO) g §§ % »g 5 § g g
Jlal|© @
- R 15 Pushed SM gray, wet 21.5 NP[ O [ 7129
4405 - THH 057 | (A-2-4(0) | gray, very moist, stif g T 95.0(278|26| 3| 1|8 |91| CT
— T ML plastic, sand lenses
1 HE (A4(2) -
J1os—{ {1 SILT W/SAND 21%
A 4,8,13,(16) ML I ) )
1111 16 dk. gray, moist, firm to stiff 258|27| 5| 0 | 19| 81 [-0.005
4400 — T l 0.50 (A4(3) plastic, sand lenses o
s Rt e X 15 Pushed ML g ist, fi 972|269 |27| 2| 0 [10] 90| LU
4395 e 0.28 (A-4(1) . gray, moist, firm . )
1 HE SILT
] Eneas plastic, sand lenses
_115_—::I 5711 (13) ML 240/0
b 18 = o) dk. gray, moist, soft to firm 342(33| 7| 0| 3|97 |-0.005
4390 —| Bl 0.25 (A-4(8)) mm
: 120 — Pushed CL dk. gray to black, moist, CT
soss A D10 "o (4-6(20)) | st 87.8(31.0(39 19| 0 | 3 |97| 5
: - LEAN CLAY
: 125 —
4380 — B

8.5 NP| 36 | 44 | 20

LEGEND: Blow Count per 6" OTHER TESTS

UC = Unconfined Compression

2,3 2‘(6)<—(N )eo Value = !
1)eo Valu - A
RB & ( ; B B gg;gﬁgi?hgﬁégn

UU = Unconsolidated, Undrained
CU = Consolidated, Undrained

E\I(J \IE[R \G NC UNDISTURBED SAMPLE (X| PUSHED

HYD = Hydrometer

0.45«——Torvane (tsf)



